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ALASKAN COPPER WORKS ALASKAN COPPER WORKS
3200 FACILITY 3200 FACILITY
MARCH 10, 1983 MARCH 30, 1993
M28023 COMPOSITE M28281 COMPOSITE
[ VISUAL REPRESENTATION OF LAB RESULTS
CHROME COPPER NICKEL  ZINC CHROME COPPER NICKEL  ZINC
RESULTS 13 0.3 09 03 RESULTS 27 1 18 07
LMTS 277 3 398 261 LMITS 277 3 398 261
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